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Abstract  Iron oxide in samples of clay containing 8.15% iron oxide was leached in aqueous oxalic acid and 
hydrochloric acid solutions. Leaching experiments were conducted in the temperature range of 40–80°C for times up 
to 90 minutes in 0.2 M to 2 M acid solutions. The mixed kinetic mechanism seemed to be the most appropriate 
model to fit the kinetic data of leaching in oxalic acid while product layer diffusion controlled reaction model 
seemed to be the most appropriate one for leaching in hydrochloric acid. The Arrhenius activation energy for 
leaching in oxalic acid was found to be 41.035 kJ/mole while that for hydrochloric acid was 50.82 kJ/mole. 
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1. Introduction 

The presence of impurities, particularly iron bearing 
materials, impairs the characteristics of industrial raw 
materials such as quartz, clay and affects their utility for 
various applications [1]. Traditionally iron is removed by 
physical separation techniques, but acid washing is 
gaining wide acceptance [2,3,4]. Recent studies have 
shown that even traces of iron can be removed by acid 
washing [5]. 

Both inorganic and organic acids have been used for 
acid washing. Results of investigations on leaching of iron 
oxides in clays in oxalic acid solutions dominate the 
published literature. Chiaraizia and Horwitz [6] studied 
dissolution of goethite in several organic acids in the 
presence of reducing agents. Panias et at [7] examined the 
mechanisms of dissolution of iron oxides in aqueous 
oxalic acid solution. Lee et al. [8] worked on the 
optimization of pH level and pH control during leaching 
in oxalic acid solution. Ambikadevi and Lalithambika [9] 
tested several organic acids and concluded that oxalic acid 
is most efficient to dissolve iron oxide from ceramic 
minerals. The kinetics of leaching of iron in diasporic 
bauxite [10] and iron ore [11] in hydrochloric acid has 
also been investigated. Sidhu et al [12] investigated the 
dissolution of synthesized iron oxides and oxyhydroxides 
in hydrochloric and perchloric acids. On the other hand 
little information on leaching of iron oxides contained in 
clays is available in published literature. Moreover a study 
of leaching of iron oxides in the same sample of clay in an 
organic acid and an inorganic acid may be useful in the 
process of selection of proper solution for washing of 
potential ceramic raw materials. 

For kinetic studies the progressive conversion model 
and the shrinking unreacted core models are the two 
simple models generally considered for the non-catalytic 
reaction of particles with the surrounding fluids. In the 
progressive conversion model reaction occurs throughout 
the particles at different rates at different locations. The 
solid reactant is converted continuously and progressively 
throughout the particle. This is unrealistic in maximum 
leaching reactions. Hence shrinking core model is 
preferred for solid spherical particle reaction kinetics. 
Liquid film diffusion controlled process, product layer 
diffusion controlled process and chemical reaction 
controlled process, are the three models generally 
considered for the preliminary selection of the kinetic 
model. With shrinking cores, the kinetic data may also fit 
a mixed kinetic mechanism [13]. Generally the result of 
the leaching experiments is matched with a kinetic model 
and data from the selected model is used to determine 
activation energy [14]. 

The primary aim of the present investigation was to 
determine the comparative effectiveness for the removal 
of iron in oxalic acid as well as in hydrochloric acid 
solution from a clay sample collected from Narsingdi 
(near Dhaka) in Bangladesh. The mechanism of the 
reaction was identified and the activation energy was 
determined. 

2. Experimental Procedure 

2.1. Material Composition 
The sample of clay under investigation was collected 

from Narsingdi (near Dhaka). The sample, as determined 
by x-ray fluorescence spectroscopy, contained 27.5% of 
Alumina, 59.5% of silica and 8.15% of iron oxide. 
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2.2. Leaching Procedure 
Leaching was carried out in a three necked round 

bottom flask fitted with a reflux condenser and a 
mechanical stirrer. The flask was placed on a 
thermostatically controlled heating mantle. Temperature 
of the solution was controlled to specified values and was 
continuously monitored by a thermometer. Samples of 
clay weighing 6 gm were taken in 400 ml of leaching 
solution. The optimum concentration of both the acids 
were determined by leaching in 0.2 M, 0.4 M, 0.6 M, 0.8 
M, 1.0 M, 1.2 M, 1.4 M, 1.6 M, 1.8 M and 2 M acid 
solutions. The subsequent leaching was performed in the 
optimised acid concentrations at temperatures of 40, 60 
and 80°C and for 1, 2, 4, 5, 10, 20, 30, 45, 60, 90 minutes 

at each temperature. A constant stirring speed of 600 rpm 
was maintained during all leaching experiments. At the 
end of leaching for a specified period of time at a 
specified temperature 5 ml of leaching solution was taken 
out of the round bottom flask by a pipette. The collected 
sample of leach liquor was cooled, filtered and used for 
iron estimation. 

2.3. Iron Estimation Procedure 
The analysis of iron was performed a in Shimadzu UV-

vis Spectrophotometer using standard procedures [15]. 
Tartaric acid, thyoglycholic acid, nitric acid and ammonia 
solution were used as complexing agents. The details of 
the procedure is shown in Figure 1. 

 

Figure 1. Flow sheet for iron estimation 

Table 1. composition of the clay 
Al2O3 Fe2O3 SiO2 CaO K2O MgO Na2O TiO2 MnO Cr2O3 SO3 Cl 

27.49 8.14 59.45 0.21 2.59 0.52 0.22 0.85 0.08 0.03 0.11 0.02 

P2O5 Co2O3 CuO ZnO Ga2O3 SrO Y2O3 ZrO2 BaO PbO Rb2O NiO 

0.08 0.005 0.007 0.005 0.004 0.003 0.01 0.032 0.07 0.008 0.013 0.01 

3. Results and Discussion 

3.1. Compositional Analysis of the Clay 
The composition of the clay, as determined by x-ray 

fluorescence spectroscopy, is shown in Table 1. 

3.2. Effect of Acid Concentration 
The extent of dissolution of iron as a function of 

concentration of oxalic acid and hydrochloric acid are 
shown in Figure 2. It is evident that the dissolution of iron 
is directly affected by concentration of acid in leach liquor. 
The higher the concentration of acids, the higher is the 
extent of dissolution of iron oxide. The increase in the 

extent of removal of iron is negligible at concentrations 
higher than 1.8 M for oxalic acid and 1.6 M for 
hydrochloric acid. 

3.3. Effect of Time and Temperature 

Figure 3 and Figure 4 show the effect of time and 
temperature on the rate of leaching of iron oxide in the 
clay sample in 1.8 M oxalic acid and in 1.6 M 
hydrochloric acid. It can be seen that during the initial 
period of leaching at all temperatures under investigation, 
the rate of leaching was rather fast. However, the curves 
became almost flat within a very short period of time, 
after which the increase in the extent of removal of iron 
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was negligible. It can also be seen that the rate of leaching 
was faster at higher temperatures. 

 

Figure 2. Effect of concentration of oxalic acid and HCl on dissolution 
of iron 

 

Figure 3. Effect of time and temperature on dissolution of iron during 
leaching in oxalic acid 

 

Figure 4. Effect of time and temperature on dissolution of iron during 
leaching in HCl 

3.4. Identification of Reaction Mechanism 
The particles were assumed to be perfectly homogenous 

spherical solid phases and the shrinking core model was 
selected to analyze the rate of dissolution of iron. Such 
plots are quite extensively used in kinetic studies [13]. The 
kinetic relationships are expressed in terms of the fraction 
of reacted particle X, with time. Three established models 
i.e. chemical reaction controlled process, liquid film 
diffusion controlled process, product layer diffusion 
controlled process and also a mixed kinetic mechanism 
were considered for initial selection of the reaction 
mechanism. The equations for these models are as follows: 

1. Chemical reaction controlled process: 

 ( )1 3t / 1 1 Xτ = − −  (1) 

2. Liquid film diffusion controlled process: 

 ( )2 3t / 1 1 Xτ = − −  (2) 

3. Product layer diffusion controlled process: 

 ( ) ( )2 3t / 1 2X / 3 1 Xτ = − − −  (3) 

4. Mixed controlled process: 

 ( ) ( ) ( )2 3 1 3t / 1 2X / 3 1 X b 1 1 X   τ = − − − + − −      
 (4) 

where, 
 X Fraction of reacted particles=  

 Time for the complete conversion of a particle=τ  

 b Multiplying factor for chemical reaction=  
To test if the process is chemical reaction controlled, 

time for different fractions of reacted particle of iron were 
calculated from Figure 3 and Figure 4 at 40°C, 60°C and 
80°C. Data was then plotted according to equation 1 in 
Figure 5 and Figure 6 respectively. The correlation 
coefficient (R2) values are also shown in the figure. It can 
be seen that the correlation is not high enough at all 
temperatures to suggest that the dissolution of iron oxide 
in the clay sample is a chemical reaction controlled 
process. 

 
Figure 5. Plot of ( )1 31 1 X− −  vs time at various temperatures for 
Iron dissolution in Oxalic acid 
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Figure 6. Plot of ( )2 31 1 X− −  vs time at various temperatures for 
Iron dissolution in HCl 

 
Figure 7. Plot of ( )2 31 1 X− −  vs time at different temperatures for 
iron dissolution in oxalic acid 

 
Figure 8. Plot of ( )2 31 1 X− −  vs time at different temperatures for 
iron dissolution in HCl 

The plot of ( )2 31 1 X− −  versus time (Equation 2) at 
different temperatures is shown in Figure 7 and Figure 8. 

This equation was considered to test if the process is a 
liquid film diffusion controlled process. It can be seen 
from both figures that the correlation factor is low and the 
lines do not pass through the zero point. The model cannot, 
therefore, be selected for dissolution of iron in the present 
system. 

To test if the process is product layer diffusion 
controlled process, the right hand side of Equation 3 was 
plotted against time for different temperatures (Figure 9 
and Figure 10). It can be seen that the correlation factor is 
not satisfactory so that the product layer diffusion 
controlled process could be selected as the model for 
leaching in oxalic acid (Figure 9). However, the plot for 
leaching in hydrochloric acid (Figure 10) yielded a very 
high correlation at all temperatures under investigation. 
Moreover, the plotted lines (Figure 10) passed through the 
zero point. Therefore, the data of leaching in hydrochloric 
acid solution could be correlated to a product layer 
diffusion controlled process. 
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Figure 9. Plot of ( ) ( )2 31 2X / 3 1 X− − −  vs time at different 
temperatures for dissolution in oxalic acid 
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Figure 10. plot of ( ) ( )2 31 2X / 3 1 X− − −  versus time at different 
temperatures for iron dissolution in HCl 

Finally, the leaching reaction in oxalic acid was 
assumed to follow a mixed kinetic mechanism, where the 
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overall rate–controlling factor is a combination of 
diffusion controlled process and chemical reaction. The 
change in proportion of dominating reaction was done by 
setting “b” in equation (4) between 0 and 1. The values of 
“b” for each reaction were determined graphically by 
plotting the experimental data according to equation (4) 
for different values of “b”. The value that produced the 
best liners fit with the smallest 0-intercept was the one 
used to calculate the rate constant. 

“b” is a direct function of chemical reaction and 
according to this mixed kinetic mechanism when “b” is 
very small or equal to zero, the reaction at the particle 
surface does not control the kinetics of dissolution and 
diffusion process becomes the rate controlling factor. 
When “b” equals 0 equation (4) becomes: 

 ( ) ( )2 3t / 1 2X / 3 1 Xτ = − − −  

The small value of “b” obtained (i.e. 0.08) suggest that 
the product layer diffusion controlled process was the 
most dominating reaction. The graphs (Figure 11) 
produced straight lines and passing through the zero and 
the correlation factor is very high compared to other 
mechanisms, hence the data may be assumed to fit the 
mixed kinetics reaction model. 
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Figure 11. Plot of 

( ) ( ) ( )2 3 1 31 2X / 3 1 X b 1 1 X   − − − + − −      
 vs. time at 

different temperatures for iron dissolution in Oxalic acid 

3.5. Evaluation of Activation Energy 
Both the conventional integral approach and differential 

approach were used to evaluate the activation energy of 
the leaching reaction. 

3.6. Integral Approach 
In the integral form, t/τ versus time (t) was plotted. The 

reaction rate constants, k, at various temperatures of 
leaching were obtained from linearised plots (Figure 10 
and Figure 11). The rate constant values were then plotted 
against temperature according to the Arrhenius type 
equation in Figure 12 for oxalic acid and hydrochloric 
acid. The plots of ln K vs. 1/T were straight lines and the 
slopes of the straight lines were equal to -E/R. 

The apparent value of activation energy for the 
dissolution of iron in oxalic acid was estimated as 41.035 
kJ/mole while for hydrochloric acid the value of activation 
energy was estimated to be 50.82 kJ/mole (Figure 12). 

 

Figure 12. Arrhenius type plots 

4. Conclusions 
The following conclusions can be drawn from the study: 
  The optimum acid concentrations and temperatures 

were estimated to be 1.8 M and 80°C for leaching in 
oxalic acid and 1.6 M and 80°C for leaching in 
hydrochloric acid. 

  The kinetic data for iron dissolution in 1.8 M oxalic 
acid fits the mixed kinetic mechanism and the small 
value (0.08) for “b” suggests that diffusion controlled 
process is the dominating reaction. The kinetic data 
of iron dissolution in 1.6 M hydrochloric acid fits the 
product layer diffusion controlled model. 

  The apparent activation energy evaluated from the 
experimental data is 41.03458 kJ/mole for leaching 
in oxalic acid and 50.82 kJ/mole for leaching in 
hydrochloric acid. 
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